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[57] ABSTRACT

An optically-pumped laser having a small-molecule thin
organic film of DCM doped Alq;. Carrier transport proper-
ties of the small-molecule organic materials, combined with
a low lasing threshold provide a new generation of diode
lasers employing organic thin films. An electrically-pumped
variant is also described.
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